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Applicant: WESTON(WUHAN) NEW MATERIAL CO., LTD.  Overall Rating: 

 
JIANKANGGU VALLEY, ZHIYING PLAZA, EAST ROAD OF 

LONGYANGHU LAKE, HANYANG, WUHAN, CHINA 

Data  
Satisfactory □ 

Contact(s): Wendy FU Unsatisfactory □ 
   Others, See Detail Enclosed □ 

 

Sample Information 

 
 

Client: /  

Supplier: /  

Factory: WESTON(WUHAN) NEW MATERIAL CO., LTD. 

Item No.: 202110213220  

Description: Cotton nonwoven fabric 

PO No.: / 

Sample Submitted: 1pc by applicant in good condition 

Country of Origin: China 

Destination: SOUTH KOREA 

Received Date: Jan. 25, 2022 

Testing Period: Jan. 25, 2022 to Jan. 27, 2022 

Testing Standard: Selected tests as requested by applicants, details refer to 

following pages. 

Service Location: Hangzhou 

Remark: / 

***************************************************************************************************************************************To be Continued 

 
Authorized by: 

HQTS QA International Services Co., Ltd. 

 
Neil Peng 
Supervisor 
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Testing Summary of Tested Component on Submitted Sample:   

1 Nickel Content See Detail Enclosed 

***************************************************************************************************************************************To be Continued 
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1 Nickel Content 
 As per requirement of applicant, microwave assisted acid digestion (EPA 3052-1996) method were used for tested 

component, and method EPA 6010D-2018 for nickel content was determined by inductively coupled argon plasma 

spectrometry. 

 

Element: Nickel 

Specimen Tested Component Description (Location) Limit (ppm) Result (ppm) Comment 

#1 White Fabric  / ND 
Actual 

Finding 

Remark: ppm = part per million=mg/kg. 

ND=Not Detected (<10 mg/kg) 

***************************************************************************************************************************************End of Report 
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